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1. Scope

1.1 This test method covers the procedure for determining the cross-sectional area of stranded conductors by the mass meth

1.2 The values stated in inch-pound or S| units are to be regarded separately as the standard. The values in each system are
exact equivalents; therefore, each system shall be used independently of the other. Combining values from the two systems m.
result in nonconformance with the specification.

1.3 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents

| 2.1 The following documents-of-the-issue-in-effect-on-date-of-material-purchase form a part of this test method to the extent

referenced herein.

[ ] 1 This test method is under the jurisdiction of ASTM Committee B-1 BO1 on Electrical Conductors and is the direct responsibility of SubcommitteerBBiE®®ds
of Test and Sampling Procedure.
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