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1. Scope

1.1 This specification covers round, aluminum-clad steel core wire used for mechanical reinforcement in the manufacture of
aluminum conductors, aluminum-clad steel reinforced.

1.2 The values stated in inch-pound or Sl units are to be regarded separately as the standard-—Fhe-Stequivalents Each system
shall be used independently of the other. Combining values from the two systems may result in nonconformance with the
specification. For conductor sizes designated by AWG, the requirements in Sl units have been numerically converted from
corresponding values stated or derived in inch-pound units. For conductor sizes designated by-Stunits-may-be-approximate. only,
the requirements are stated or derived in Sl units.

2. Referenced Documents

2.1 The following documents of the issue in effect on date of material purchase form a part of this specification to the extent
referenced herein.

2.2 ASTM Standards:

B 193 Test Method for Resistivity of Electrical Conductor MateRals

E 8 Test Methods-of for Tension Testing of Metallic Materfals

3. Ordering Information

3.1 Orders for material under this specification shall include the following information:
3.1.1 Quantity of each size,

3.1.2 Wire size: diameter in inches (see 6.1)

3.1.3 Package size: (see 17.1),

3.1.4 Special packaging and package marking if required (see 16.1), and

3.1.5 Place of inspection if other than place of manufacture (see 14.1).

4. Materials and Manufacture

4.1 The base metal shall be steel produced by the open-hearth, electric-furnace, or basic-oxygen process and shall be of such
composition that the finished clad wire shall have the properties and characteristics prescribed in this specification.

4.2 The aluminum used for cladding shall have a purity and quantity sufficient to meet thickness and resistance requirements
of this specification (see 7.1 and 9.1).

5. Tensile Properties

5.1 Requirements- The aluminum-clad steel core wire shall conform to the tensile requirements prescribed in Table 1. In
computing stress at 1 % extension and ultimate tensile strength, the actual diameter of the finished wire shall be used.

5.2 Elongation Test- The elongation shall be determined by an extensometer suitable for measuring elongation in 10.0 in. (250
mm) and equipped with a vernier or other instrument reading to 0.001 in. (0.025 mm). It shall be attached to the test specimen
at a load equal to the initial tensile stress shown in Table 2. At this load the extensometer shall be adjusted to the initial setting
shown in Table 2. Upon application of further load, the tension shall be read at an extensometer reading of 1.0 % to determine
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