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1. Scope *

1.1 This specification covers carbon steel girder faifghree classes based on type or type and weight, and chemistry defined
as follows and in Table 1:

1.1.1 Unless otherwise specified by the purchaser, girder-guard rails shall be Class A.

1.1.2 Plain and grooved-girder rails under 135 Ib/yd (67.1 kg/m) in weight shall be specified by the purchaser as either Class
A or Class B.

1.1.3 Plain and grooved-girder rails of 135 Ib/yd in weight and heavier shall be Class C, unless otherwise specified.

1.2 The values states in inch-pound units are to be regarded as the standard. The values given in parentheses are for information
only.

2. Referenced Documents

2.1 U:SMilitaryASTM Standards:

MH-STB-129-Marking
A 700 Practices for-Shipment Packaging, Marking,-and-Storage Loading Methods for Steel Products for Domestic Shipments
3
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MIL-STD-163-Steel-Mill-Produets,Preparatio
E 10 Test Method for—Shrpmem—aﬁd—Stefége
FedeﬁaI—SfaﬁdaFd4¥e—1—28—MaHeng4eFShuameﬂ%s—(ewﬂ—Agené|&bnell hardness of Metallic Materidls

3. Classification of Rails

3.1 No. 1 Rails—Rails that are free of injurious imperfections and flaws of all kinds.
3.2 No. 2 Rails—Rails that contain surface imperfections in such number or of such character that shall not, in the judgment
of the inspector, render them unfit for recognized uses.

4. Ordering Information

4.1 Orders for girder rails under this specification shall include the following information as appropriate:
4.1.1 ASTM designation and date of issue,

4.1.2 Quantity (tons or pieces as appropriate),

4.1.3 Complete identification of section with dimensional drawing if required,

4.1.4 Arrangement of bolt holes, bond holes, and tie rod holes with dimensional drawings, if required,
4.1.5 Class (in accordance with 1.1 and Table 1), and

4.1.6 Certification and Test Report (see 12.1).

2 De3|gn details for carbon steel girder rails are |nd|cated in the glrder ra|I catalogs of |nd|V|duaI manufacturers
3 I v

3Annual Book of ASTM Standardﬁol 01.05.
4 Annual Book of ASTM Standardgol 03.01.

*A Summary of Changes section appears at the end of this standard.
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