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Ferromolybdenum
This standard is issued under the fixed designation A 132; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope*
1.1 This specification covers twone grades-ef-ferromotybdenum—-(formerly-Grade B). ferromolybdenum.

1.2 The values stated in inch-pound units are to be regarded as the standard.

[ ] * This specification is under the jurisdiction of ASTM Committee"A-1 AO1 on Steel, Stainless Steel, and Related Alloys and is the direct respdrSititipnonittee
A01.18 on Castings.
Current edition approvee-ebruary-24-1+989. May 1, 2004. Published-Aprit 1989. May 2004. Originaty-published-as-A-132 — 63 T. approved in 1968olsistitien
AL32—74-{1984). approved in 1989 as A 132 — 89 (2000).

*A Summary of Changes section appears at the end of this standard.
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