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Standard Specification for
Pipe, Steel, Electric-Fusion (Arc)-Welded (Sizes NPS 16 and
Over)?

This standard is issued under the fixed designation A 134; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope Carbon Steel, Low- and Intermediate-Tensile Strehgth
1.1 This specification covers electric-fusion (arc)-welded A 370 TestMethods and Definitions for Mechanical Testing

straight seam or spiral seam steel pipe NPS 16 and over in Of Steel Products _
diameter (inside or outside as specified by purchaser), with A 570/A570M Specification for Steel, Sheet and Strip,

wall thicknesses up t@ in. (19.0 mm), inclusive. Pipe having Carbon, Hot-Rolled, Structural Qualfty
other dimensions may be furnished provided such pipe com- 2:2 ASME Boiler and Pressure Vessel Code:
plies with all other requirements of this specification. Section IX Welding Qualificatiors

2.3 American National Standards Institute Standard:
Note 1—Acceptability for many services may be controlled by codes g 15 25 Buttwelding Ends

or sFandards such as those_publlshed by the Amerl_can National StandardsB 36.10 Welded and Seamless Wrought Steel ‘Pipe
Institute and American Society of Mechanical Engineers.

Note 2—For testing methods not specifically covered in this specifi- : :
cation, reference can be made to Test Methods and Definitions A 370, witﬁ' Ordenng Information ) ) o
particular reference to Annex A 2 on Steel Tubular Products. 3.1 Orders for material under this specification should

Note 3—A comprehensive listing of standardized pipe dimensions isinclude the following, as required, to describe the desired
contained in ANSI B 36.10. materia' adequately:
1.2 The values stated in inch-pound units are to be regarded 3.1.1 Quantity (feet, meters, or number of lengths),
as the standard. 3.1.2 Name of material (electric-fusion-(arc) welded pipe),
) _ . _ o 3.1.3 Grade (Section 4),
) Nore 4—The dimensionless designator NPS (nominal pipe size) has 5 4 4 gje (inside or outside diameter and nominal wall
een substituted in this standard for such traditional terms as nommatlhickness)

diameter”, “size”, and “nominal size”. "
. . . . 3.1.5 Length (specified or random),

1.3 The following precautionary caveat pertains specifically 3.1.6 Specific straightness requirements (see 12.3)
to Section 5 of this specificationThis standard does not 3.1.7 End finish (Section 15) '
purport to address all of the safety concerns, if any, associated 3.1.8 Hydrostatic test pressu’re (Section 11)
with its use. It is the responsibility of the user of this standard 3.1.9 ASTM designation, and ’
to establish appropriate safety and health practices and 3.1.10 End use of mater’ial.
determine the applicability of regulatory limitations prior to
use. 4. Material

4.1 The steel from which the pipe is made shall conform to
i Specifications A 283/A 283M, A 285/A 285M, A 570, or A 36/
2;551% Stgnda_rfds. ion for Carbon S | Steel A 36M or to other ASTM specifications for equally suitable
A 5 '? 2M pec |c$'t|on_ or f arbon trucC:itura ed' weldable material, as specified: For purposes of marking and
A 283/A 283M Specification for Low and Intermediate certification, when required, the pipe grade of material shall be

Tensile Strength Carbon Steel Plétes - AR N
o established by the A xxx plate specification designation and
A 285/A 285M Specification for Pressure Vessel Platesplate grade, when applicable.
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