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This standard is issued under the fixed designation A 427; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope*

1.1 This specification covers homogeneous wrought hardened alloy steel rolls for use in cold or hot reduction of flat rolled
ferrous and nonferrous products.

2. Referenced Documents
2.1 ASTM Standards:

1 This specification is under the jurisdiction of ASTM Committee A01 on Steel, Stainless Steel and Related Alloys and is the direct responsibddynafi§es A01.06

on Steel Forgings and Billets.
Current edition approvee-Sept—2#—1974. September 10, 2002. Pubtished-Nevember 1974. June 2003. -Originatly-publishet-as-A 427 — 58 T. approvexdtin 1958
previous edition approved in 2001 as A 427— 6874 (2001).

*A Summary of Changes section appears at the end of this standard.
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