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Medium Carbon Anti-Friction Bearing Steel 1

This standard is issued under the fixed designation A 866; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope
1.1 This specification covers medium carbon bearing quality steel to be used in the manufacture of anti-friction bearings.
1.2 Supplementary requirements of an optional nature are provided and when desired shall be so stated in the order.
1.3 The values stated in inch-pound units are to be regarded as the standard.

2. Referenced Documents

2.1 ASTM Standards:
A 29/A 29M Specification for Steel Bars, Carbon and Alloy, Hot-Wrought and Cold-Finished, General Requirentents for

1 This specification is under the jurisdiction of ASTM Committee” A-1 AO1 on Steel, Stainless Steel, and Related Alloys and is the direct respdr&iiibitipnonittee

A01.28 on Bearing Steels.
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