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Standard Specification for
Zinc-5 % Aluminum-Mischmetal Alloy-Coated Steel
P 1
Overhead Ground Wire Strand
This standard is issued under the fixed designation A 925; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope*

1.1 This specification covers high-strength, extra-high-strength, and utilities grades of concentric lay steel wire strand compose
of three wires or seven wires with Class A, Class B, or Class C zinc-5 % aluminum-mischmetal (Zn-5 Al-MM) alloy coatings
specifically intended for use as overhead ground wires or static wires for electric power transmission lines.

1.2 The values stated in inch-pound units are to be regarded as the standard. The values-giver+in-parentheses brackets are
information only.

1 This specification is under the jurisdiction of ASTM Committee A05 on Metallic-Coated Iron and Steel Products and is the direct responsibilipynohBigecA05.12

on Wire Specifications.
Current edition approvee-Aprit16-1998—+Pubtished Octeber1998. 1, 2003. Published December 2003. Griginatty-ptbtishedas A 925-94. apprhveasirpi©@ous
edition approved in 1998 as A 925—-948.

*A Summary of Changes section appears at the end of this standard.
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