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SA-182/SA-182M

SPECIFICATION FOR FORGED OR ROLLED ALLOY
AND STAINLESS STEEL PIPE FLANGES, FORGED
FITTINGS, AND VALVES AND PARTS FOR HIGH-

TEMPERATURE SERVICE

ASIE

SETTING THE sTANDARD @

SA-182/SA-182M

(Identical with ASTM Specification A 182/A 182M-07 except for the inclusion of Grade F316Ti in 6.3.1.)

1.  Scope

1.1 This specification covers forged low alloy and stain-
less steel piping components for use in pressure systems.
Included are flanges, fittings, valves, and similar parts to
specified dimensions or to dimensional standards, such as
the ASME specifications that are referenced in Section 2.

1.2 For bars and products machined directly from bar,
refer to Specifications A 479/A 479M and A 739 for the
similar grades available in those specifications. Products
made to this specification are limited to a maximum weight
of 10 000 1b [4540 kg]. For larger products and products
for other applications, refer to Specifications
A 336/A 336M and A 965/A 965M for the similar ferritic
and austenitic grades, respectively, available in those speci-
fications.

1.3 Several grades of low alloy steels and ferritic, mar-
tensitic, austenitic, and ferritic-austenitic stainless steels
are included in this specification. Selection will depend
upon design and service requirements.

1.4 Supplementary requirements are provided for use
when additional testing or inspection is desired. These shall
apply only when specified individually by the purchaser
in the order.

1.5 This specification is expressed in both inch-pound
units and in SI units. However, unless the order specifies
the applicable “M” specification designation (SI units), the
material shall be furnished to inch-pound units.

1.6 The values stated in either inch-pound units or SI
units are to be regarded separately as the standard. Within
the text, the SI units are shown in brackets. The values
stated in each system are not exact equivalents; therefore,
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each system must be used independently of the other. Com-
bining values from the two systems may result in noncon-
formance with the specification.

2.  Referenced Documents
2.1 In addition to the referenced documents listed in
Specification A 961/A 961M, the following list of stan-

dards apply to this specification.

2.2 ASTM Standards:

A 234/A 234M Specification for Piping Fittings of
Wrought Carbon Steel and Alloy Steel for Moderate and
High Temperature Service

A 262 Practices for Detecting Susceptibility to Intergranu-
lar Attack in Austenitic Stainless Steels

A 275/A 275M Test Method for Magnetic Particle Exami-
nation of Steel Forgings

A 336/A 336M Specification for Alloy Steel Forgings for
Pressure and High-Temperature Parts

A 370 Test Methods and Definitions for Mechanical Test-
ing of Steel Products

A 403/A 403M Specification for Wrought Austenitic
Stainless Steel Piping Fittings

A 479/A 479M Specification for Stainless Steel Bars and
Shapes for Use in Boilers and Other Pressure Vessels

A 484/A 484M Specification for General Requirements
for Stainless Steel Bars, Billets, and Forgings

A 739 Specification for Steel Bars, Alloy, Hot-Wrought,
for Elevated Temperature or Pressure-Containing Parts,
or Both

A 763 Practices for Detecting Susceptibility to Intergranu-
lar Attack in Ferritic Stainless Steels

A 788/A 788M Specification for Steel Forgings, General
Requirements



