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Standard Test Method for
Surface Insulation Resistivity of Single-Strip Specimens

This standard is issued under the fixed designation A 717/A 717M; the number immediately following the designation indicates the year
of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval.
A superscript epsilone] indicates an editorial change since the last revision or reapproval.

1. Scope the base metal by two drills. The effectiveness of the surface

1.1 This test method covers a means of testing the surfadgsulation is then indicated by a measurement of average
insulation resistivity of single strips or punchings of flat-rolled lectrical current flowing between the contacts and the base
electrical steel under predetermined conditions of voltageMetal under specified applied voltage. This measurement can
pressure, and temperature. be used directly as an indicator of |_nsulat|.on qualllt)_/ or may be

1.2 The values stated in either customary units (Cgs_emgonverted to an apparent surface insulation resistivity value.
and inch-pound) or Sl units are to be regarded separatel P
standard.p\Nithirz the text, the Sl units areg shown inpbrackgt? Slgn|f|9ance and Use ) ) ) )
The values stated in each system are not exact equivalents;>-1 This test method is particularly suitable for quality
therefore, each system shall be used independently of the oth&Pntrol in the application of insulating coatings.

Combining values from the two systems may result in noncon- 5.2 Surface insulation resistivity is evaluated from a dc
formance with the specification. current that can range from 0 (perfect insulator) to 1 A (perfect

1.3 This standard does not purport to address all of theconductor). _ _ o
safety concerns, if any, associated with its use. It is the ©-3 Single readings should not be considered significant
responsibility of the user of this standard to establish appro-Since the nature of the test device and specimen are such that
priate safety and health practices and determine the applicaSuccessive measurements of a specimen often yield different
bility of regulatory limitations prior to use. values.

5.4 The surface insulation resistivity determined in accor-
2. Referenced Documents dance with this method is not the same quantity determined by
2.1 ASTM Standards: Test Method A 718.

A 34 Practice for Procurement, Testing, and Sampling of6 Apparatus
Magnetic Materialg ' N .
A 718 Test Method for Surface Insulation Resistivity of 6-1 The apparatus, as shown in Fig. 1 and Fig. 2, shall

Multi-Strip Specimeng consist of a contact unit or test head which is attached to the
head of a hydraulic press. Its associated measuring equipment,

3. Terminology which may be remotely located, includes an ammeter, voltme-
3.1 Definitions of Terms Specific to This Standard: ter, and voltage regulated dc power supply. When measure-

3.1.1 The termsurface insulation resistivitwsed in this Ments are to be made at elevated temperatures, the platen
method refers to the effective resistivity of a single insulativeeneath the specimen is heated and controlled. Detailed de-
layer tested between applied bare metal contacts and the ba@iptions of the various components are given in Annex Al.
metal of the insulated test specimen. It is not the same as t
terms interlaminar resistivity and stack resistivity, which refe )
to the average resistivity of two adjacent insulative surfaces in /-1 Samples shall be representative of the steel and shall be
contact with each other. cut in a manner to assure representative sampling as described

3.2 The apparatus is popularly known as a Franklin testerin Practice A 34.

4. Summary of Test Method 8. Test Specimen
4.1 Ten metallic contacts of fixed area are applied to one of 8-1 The width and length of a specimen strip shall be greater

the surfaces of the specimen and electrical contact is made withan the width and length respectively of the assembly of
contacts. The suggested minimum specimen size is 2 by 5 in.

1 This test method is under the jurisdiction of ASTM Committee A-6 on [50 by 130. mm] . . L
Magnetic Properties, and is the direct responsibility of Subcommittee A06.01 on 8.2 A minimum of five specimen strips Is recommend?d'
Test Methods. 8.3 By mutual agreement, tests may be run on Epstein test
Current edition approved Aug. 15, 1995. Published October 1995. Originallystrips_ The Epstein Specimens may be less Satisfactory than the

p”2'E;‘ﬁsa?%ﬁoilg&g,\;a;ta?{g;’:g\:; gg'gﬂ” ATLT-93. minimum size specimen suggested in 8.1 because of the tilting

Pﬁ Sampling
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