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This standard is issued under the fixed designation A 738/A738M; the number immediately following the designation indicates the year
of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval.
A superscript epsilone] indicates an editorial change since the last revision or reapproval.

I Note—Corrections to Table 1 were made editorially and the year date was changed on November 6, 2003.

1 1 This specification is under the jurisdiction of ASTM Committee” A-1 AO1 on Steel, Stainless Steel, and Related Alloys and is the direct respdr&iiibitipnomittee

A01.11 on Steel Plates for Boilers and Pressure Vessels.
I Current edition approvee-Mareh-16-2000. Nov. 6, 2003. PublisheeHvay 2000. December 2003. Originaty-published-as-A 738 — 76. approved in 19/6ukastifoe

AF38/AT38M—90-{1996%- approved in 2003 as A 738/A 738M — 03.
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