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1. Scope*

1.1 This specification covers two types of commercial rolled zinc as described in 1.2. It should be understood that the
specification is general. Any closer limitations on permissible variations shall be a matter of agreement between the supplier
(manufacturer) and the purchaser.

1.2 Rolled zinc is furnished in two types as follows:

1.2.1 Type | -Coils or sheets cut from strip (ribbon) rolled zinc and

1.2.2 Type Il - Zinc plates such as boiler and hull plates produced by any rolling method.

1.3 The values stated in inch-pound units are to be regarded as the standard. The values given in parentheses are for information
only.

1.4 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to become familiar with all hazards including those identified in the appropriate Material Data Sheet
for this product/material as provided by the manufacturer, to establish appropriate safety and health practices, and determine the
applicability of regulatory limitations prior to use.

2. Referenced Documents

2.1 The issue of each of the following reference documents shall be that which is current on the date the purchase order is
accepted by the supplier (manufacturer).

2.2 ASTM Standards:

B 899 Terminology Relating to Non-ferrous Metals and Allbys

1 This specification is under the jurisdiction of ASTM Committee B02 on Nonferrous Metals and Alloys and is the direct responsibility of Subcomgn@teerBrinc
and Cadmium. o
Current edition approvee-May Nov. 10, 2001. Published Janulary 20012. Originally published as B 69 - 26. Last previous-edition-B568-d8a.

*A Summary of Changes section appears at the end of this standard.
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