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This standard is issued under the fixed designation B 129; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope*

1.1 This specification establishes the requirements for annealed cartridge brass cups produced of Copper Alloy UNS No.
C26000 for processing into cartridge cases of the following types:

1.1.1 Type I, for small arms cartridge case cups, and
1.1.2 Type II, for artillery cartridge case cups.
1.2 The values stated in inch-pound units are the standard, except for grain size, which is given in SI units. Values in parentheses

are for information only.

2. Referenced Documents

2.1 ASTM Standards:

1 This specification is under the jurisdiction of ASTM Committee B-5 B05 on Copper and Copper Alloys and is the direct responsibility of Subcommittee B05.01 on Plate,
Sheet, and Strip.
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*A Summary of Changes section appears at the end of this standard.
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