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1. Scope*

1.1 This test method covers the determination of a flow rate,
by the use of the Hall Flowmeter funnel of metal powders and
powder mixtures. It is suitable only for those powders that will
flow unaided through the Hall Flowmeter funnel.

1.2 With the exception of the values for density and the
mass used to determine density, for which the use of the gram
per cubic centimeter (g/cm3) and gram (g) units is the long-
standing industry practice, the values in inch-pound units are to
be regarded as standard. The values given in parentheses are
mathematical conversions to SI units that are provided for
information only, and are not considered standard.

1.3 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety and health practices and determine the applica-
bility of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:2

B215 Practices for Sampling Metal Powders
B243 Terminology of Powder Metallurgy
B855 Test Method for Volumetric Flow Rate of Metal

Powders Using the Arnold Meter and Hall Flowmeter
Funnel

B964 Test Methods for Flow Rate of Metal Powders Using
the Carney Funnel

3. Terminology

3.1 Definitions—Definitions of powder metallurgy terms
can be found in Terminology B243.

3.2 Definitions of Terms Specific to This Standard:
3.2.1 Hall flow rate (FRH), n—the time required for a metal

powder sample of specified mass to flow through the orifice in
a Hall Flowmeter funnel according to a specified procedure.

4. Summary of Test Method

4.1 A weighed mass (50.0 g) of metal powder is timed as it
flows through the calibrated orifice of a Hall Flowmeter funnel.

5. Significance and Use

5.1 The rate and uniformity of die cavity filling are related
to flow properties, which thus influence production rates and
uniformity of compacted parts.

5.2 The ability of a powder to flow is a function of
interparticle friction. As interparticle friction increases, flow is
slowed. Fine powders may not flow. Some powders, often fine
powders and lubricated powder mixtures, may not flow
through the Hall Flowmeter funnel. Nevertheless, if a larger
orifice is provided, such as in the Carney Flowmeter funnel of
Test Method B964, a meaningful flow rate may be determined,
providing specific information for certain applications.

5.3 Test Method B213, using the Hall Flowmeter funnel, is
the preferred method for determining the flowability of metal
powders and powder mixtures. The Carney Flowmeter funnel
of Method B964 should only be used when powder will not
flow through the Hall Flowmeter funnel.

5.4 Humidity and moisture content influence flow rate. Wet
or moist powders may not flow.

5.5 These test methods are based on flow of a specified mass
of powder. If flow of a specific volume of powder is preferred,
Test Method B855 may be used for powders that flow readily
through the Hall Flowmeter funnel.

5.6 This test method may be part of the purchase agreement
between powder manufacturers and powder metallurgy (PM)
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