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Modern Pewter Alloys
This standard is issued under the fixed designation B 560; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope TABLE 1 Chemical Requirements

1.1 This specification covers three alloy types, made from Composition, -wi%
tin, antimony, and copper, used in the fabrication of pewtefF'ement Type 1 Casting  Type 2 Sheet Alloy®  Type 3 Special
articles by casting, spinning, drawing, or forming. The metal Alloy Purpose Alloys
may be supplied in the form of bars, ingots, rolled sheet, an@NS Number L13911 L13912 L13963
circles. _

1.2 Pewter alloy shall be defined as having a compositiori':timony o A A
within the range from 90 to 98 % tin, 1 t(_) 8 % antimony, and Copper 0.25-2.0 15-3.0 1.0-2.0
0.25 to 3 % copper. Compositions are given in Table 1. Lead, max 0.05 0.05 0.05

i B senic, max 0.05 0.05 0.05

1.3 The values stated in inch-pound units are to be regarded**™* ' Py Py oo
as the standard. The values given in parentheses are fgfc, max 0.005 0.005 0.005
information Only- “ Nominal Type 1 alloy composition: 92 Sn, 7.5 Sh, and 0.5 Cu.

1.4 This standard does not purport to address all of the & Nominal Type 2 alloy composition: 91 Sn, 7 Sh, and 2 Cu.
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish approfabricators may choose compositions in the range given for
priate safety and health practices and determine the applicagach type. A special-purpose alloy (Type 3), high in tin, is used

bility of regulatory limitations prior to use. for articles requiring a softer metal. All types must conform to
the impurity limits shown in Table 1.

2. Referenced Documents 3.2 The following applies to all specified limits in this
2.1 ASTM Standards: standard: For purposes of determining conformance with these
E 29 Practice for Using Significant Digits in Test Data to Specifications an observed value or a calculated value shall be

Determine Conformance with Specificatiéns rounded “to the nearest unit” in the last right-hand place of
E 51 Method for Spectrographic Analysis of Tin Alloys by figures used in expressing the limiting value, in accordance
the Powder Technigde with the rounding method of Practice E 29.
E 57 Method for Chemical Analysis of White Metal Bear-

ing Alloys* 4. Ordering Information

E 88 Practice for Sampling Nonferrous Metals and Alloys 4.1 Orders for material under this specification should

in Cast Form for Determination of Chemical Composifion include the following:
4.1.1 Quantity,

3. Classification 4.1.2 Form—Dbars, sheet, or circles,

3.1 The hardness and workability of pewter varies with the 4.1.3 Type and composition (Table 1),
amount of antimony and copper alloyed with the tin. Casting 4.1.4 Size (sheet—thickness, width and length; circles—
alloys generally contain less copper and a slightly higher tirthickness and diameter), and
content than sheet alloys. The composition for castings (Type 4.1.5 Marking.

1) and sheet (Type 2) are shown in Table 1, but |nd|V|duaI5_ Materials and Manufacture

5.1 The manufacturer shall use care to have each shipment
of each form as uniform in quality and composition as possible

1 This specification is under the jurisdiction of ASTM Committee B02 on H P
nd of mmerciall tisfact rance.
Nonferrous Metals and Alloys and is the direct responsibility of Subcommitteea d of a co ercially salistactory appearance

B02.02 on Refined Lead, Tin, Antimony, and Their Alloys. . .
Current edition approved Oct. 10, 2000. Published November 2000. Originally6' Chemical Composmon
puglished as B 560-72. Last previous edition B 560-94. 6.1 The material shall conform to the requirements as to
Annual Book of ASTM Standardgol 14.02. H i e ; H i
2 Discontinued-—.se@984 Annual Book of ASTM Standardl 03.06. c_hemlcal composition specified in Table 1. Nominal composi
“ Discontinued—sed&986 Annual Book of ASTM Standarde! 03.05. tions, ggreed upon k_)y the r_n_anu_faCturer and purchaser, may be
S Annual Book of ASTM Standardéol 03.05. prescribed under this specification.
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