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This standard is issued under the fixed designation B 574; the number immediately following the designation indicates the year of
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1 This specification is under the jurisdiction of ASTM Committee B02 on Nonferrous Metals and Alloys and is the direct responsibility of Subcommittee B02.07 on Refined
Nickel and Cobalt and Their Alloys.
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