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Standard Test Method for
Metallographic Determination of Microstructure in Cemented
Tungsten Carbides *

This standard is issued under the fixed designation B 657; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.

1. Scope a guide in developing their own specifications.

1.1 This test method covers apparatus and procedures f%r Apparatus
the metallographic determination of microstructures in ce- - .
mented tungsten carbides. 5.1 MetaII(_)graphlc Microscopecapable of magnifications

1.2 This standard does not purport to address all of theUP t0 1500 times. _ _
safety concerns, if any, associated with its use. It is the 9-2 Ordinary metallurgical laboratory equipment.
responsibility of the user of this standard to establish appro-_9-3 Equipment for specimen preparation as outlined in
priate safety and health practices and determine the applicaP’ractice B 665.
bility of regulatory limitations prior to usePrecautions apply- ¢ Specimen Preparation

ing to use of hazardous laboratory chemicals should be ) . , . .
observed for chemicals specified in Table 1. 6.1 A suitable procedure is described in Practice B 665.

2. Referenced Documents 7. Procedure
2 1 ASTM Standards: 7.1 Examine the microstructure by gradual development of

B 665 Practice for Metallographic Sample Preparation ofthe phases by etching. Examples of suitable etching techniques

Cemented Tungsten Carbides are given in Table 1. ,
22 SO Standard: 7.2 Determine the presence @ftype phases by lightly

ISO 4499 Hardmetals—Metallographic Determination ofetching the section with Technique 1 (see Table 1). I?hases of
Microstructuré m-type are colored orange to browyxPhase may etch lightly,
while the other phases remain unetched. Etching by Technique
3. Terminology 1 does not preclude subsequent etching by Techniques 2 or 3.
3.1 Definitions of Symbols: Examine the entire section at low magnification and, if
necessary, at magnifications up to 1500 times. Note and record

Symbol Definition . S .

« phase tungsten carbide the existence of)-type phases and their distribution.

B phase binder (for example, Co, Ni, Fe) 7.3 Determine the presence ofphases by etching with

vy phase carbide of a cubic lattice (for example, TiC, TaC, NbC) R ; R :
that may contain other carbides (for example. WC) in Technique 2 (Table_ 1). This phase appears I!ght yeIIOW|§h
solid solution brown and has a typically rounded shape (see Fig. 1). Examine

n-type phases  multiple carbides of tungsten and at least one metal of the the etched section and note and record the existencewf a
binder phase. Estimate and record its size according to Fig. 1 as

4. Significance and Use vy—fine, y— medium, ory—coarse.

4.1 The microstructure of cemented tungsten carbide affects 7'4 Det.ermine t_he presence of phase by etching the
jecnon with Technique 3, or in casephase is present, with

the material’'s mechanical and physical properties. This is no hni > Th h e . h hed
intended to be used as a specification for carbide grade echnique 2. 1hex phase appears gray. xamine the etche

producers and users may use the microstructural information ££¢tion and note and record the presence phase. Estimate

and record its size according to Fig. 2ecasfine,a—medium, or
a—coarse.
1 This test method is under the jurisdiction of ASTM Committee B09 on Metal 7.5 Identify the phase after etching the surface by Tech-

Powders and Metal Powder Products and is the direct responsibility of Subconhique 3 (Table 1)_ This phase remains white.
mittee B09.06 on Cemented Carbides.
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