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75 % Silver-25 % Graphite Sliding Contact Material
This standard is issued under the fixed designation B 692; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope 3.2.1 Density—The minimum acceptable density shall be

1.1 This specification defines the criteria for composition4-6 g/cm’as determined by the measurement and weight
and other requirements for brushes with a nominal silvefmethod defined by ANSI C64.1.

content of 75 weight % with the balance being substantially 3.2.2 Shear Strength
graphite. 3.2.2.1 The shear strength for the normal and transverse

1.2 This standard does not purport to address all of thedirections shall be measured for rectangular parallelepipeds
safety concerns, if any, associated with its use. It is théind shall be 2000 psi (14 MPa), minimum. _
responsibility of the user of this standard to establish appro- 3:2.2.2 The shear strength for the longitudinal shear direc-
priate safety and health practices and determine the applicalion shall be measured for cylinders and shall be 1000 psi (6.9

bility of regulatory limitations prior to use. MPa), minimum. _
1.3 It is the responsibility of the user to become familiar 3.3 Microstructure—Parts shall be visually free of structural
with all hazards including those identified in the appropriated€fects, cracks, etc., upon examination atx50rhe press

vided by the manufacturer. the purchase order. Also the brush material shall not contain

abrasive particles that will sliver a metal-alloy ring with a

2. Referenced Documents hardness=110 HK;, owhen the brush force is equal to 30 g or
2.1 ASTM Standards: that necessary for 5.0 psi (34 kPa) pressure, whichever is
B 613 Guide for Preparing Specifications for Miniature greater. A sliver is defined as a loose wear particle with one

Brushes of Composite Materials for Sliding Electric Con- dimension=50x the next smaller dimension. Although sliv-

tacts2 ering can be caused by coarse abrasive particles, other param-
E 18 Test Methods for Rockwell Hardness and Rockwelleters can contribute to slivering (for example, very high brush
Superficial Hardness of Metallic Materials force).
2.2 ANSI Standard: 3.4 Source or Grade of Raw Materialfor example, graph-
C64.1 Brushes for Electrical Machinés ite) or methods of manufacture shall not be changed without

notifying users.
3. Requirements

3.1 Chemical Compositiorshall be as follows:
Silver 75 = 3 % (weight)

4. Reference Properties
4.1 Because of their size, the following properties can not

Graphite balance always be determined. However, these properties are typical
Total metal impurities 1 % max for Iarger parts.
Percent ash in graphite (ANSI C64.1) 5 % max

4.1.1 Superficial Hardness-The typical superficial hard-
3.2 Physical Properties-The following lot average proper- ness for this material is Rockwell 15W50 as determined by
ties must be met. Unless otherwise agreed between the proest Methods E 18 with &s-in. (3.2-mm) steel ball.
ducer and the user, the number of samples shall be five. 4.1.2 Specific ResistaneeThe typical specific resistance
for the material is 6< 10 °Q-in. (1.5x 10 ~“Q-m) as
_ _ o _ determined by the method detailed in ANSI C64.1.
1 This test method is under the jurisdiction of ASTM Committee B02 on
Nonferrous Metals and Alloys and is the direct responsibility of Subcommittee5_ Certification

B2.05 on Precious Metals. ) . . . .
Current edition approved Dec. 28, 1990. Published February 1991. Originally 5.1 Material supplied under this specification shall be cer-
Pug'fhed ?SB B ing_A Sslﬂ\'/?a;t PfdeV'gUS \f?'ggfgf 692 — 81 (1986). tified as meeting the requirements of this specification by the
nnual BOOK O andaras, Vo .04. .
2 Annual Book of ASTM Standards, Vol 03.01. producer of the material.
4 Available from Standardization Documents, Order Desk, Bldg. 4 Section D,
700 Robbins Ave., Philadelphia, PA 19111-5094, Attn: NPODS.
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