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Gypsum
This standard is issued under the fixed designation C 22/C 22M; the number immediately following the designation indicates the year
of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval.
A superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope*

1.1 This specification covers gypsum, calcium sulfate combined with two molecules of water in crystalline form and having the

approximate chemical formula Cag@H,0.
1.2 The values stated in either inch-pound units or Sl (metric) are to be regarded separately as the standard. Within the text, the

S| units are shown in brackets. The values stated in each system shall be used independently of the other. Values from the two
systems shall not be combined.

2. Referenced Documents
2.1 ASTM Standards:

1 This specification is under the jurisdiction of ASTM Committee C-11 on Gypsum and Related Building Materials and Systems and is the direct itgsponsibil
Subcommittee C11.01 on Specifications and Test Methods for Gypsum Products.
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*A Summary of Changes section appears at the end of this standard.
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