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This standard is issued under the fixed designation C 43; the number immediately following the designation indicates the year of original
adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A superscript
epsilon €) indicates an editorial change since the last revision or reapproval.
1. Scope*

1.1 This terminology contains terms and definitions of terms associated with the standards specific to masonry units and roofin
tile manufactured by firing clay and shale raw materials.

1.2 The definitions and definitions of terms in this terminology pertain to Specifications C 32, C 34, C 56, C 62, C 126, C 212,
C 216, C 279, C 410, C 652, C 902, C 1088, C 1167, C 1261, C 1272 and Test Methods C 67.

1.3 Generic terminology for masonry is found in Terminology C 1232. Terminology C 1232 also applies to masonry units
manufactured by firing clay and shale raw materials.

1 This terminology is under the jurisdiction of ASTM Committee C15 on Manufactured Masonry Units and is the direct responsibility of Subcommi&erc15.
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*A Summary of Changes section appears at the end of this standard.
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