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Standard Specification for
Cellulosic Fiber Insulating Board

This standard is issued under the fixed designation C 208; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone} indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope ment Minimum Property Standards, One and Two Family

1.1 This specification covers the principal cellulosic fiber Dwellings’
msulgpng board types, grades, and_ sizes. R_equwement_s age Terminology
specified for composition, construction, physical properties, 7 ) ) o
tolerances, sampling procedures, and test methods. 3.1_ For definitions of terms_ _used in this specification, see

1.2 The values stated in inch-pound units are to be regardetfrminology C 168 and Definitions D 1554.

as the standard. The metric values given in parentheses are3-2 Definitions of Terms Specific to This Standard:
provided for information only. 3.2.1 cellulosic fiber insulating board-a fibrous-felted,

1.3 When the installation or use of thermal insulationnomogeneous panel made from ligno-cellulosic fibe3rs (usually
materials, accessories, and systems may pose safety or heéNH°d3 or cane) and having a density of less than 317497
problems, the manufacturer shall provide the user appropriat/m) but more than 10 Ib/?t(.160.kg/m°’_). _ _
current information regarding any known problems associated 3-2-1.1 Discussior—Cellulosic fiber insulating board is
with the recommended use of the company’s products and shdiharacterized by an integral bond which is produced by
also recommend protective measures to be employed in thdipterfelting of the fibers, but which has not been_consolldated
safe utilization. The user shall establish appropriate safety arignder heat and pressure as a separate stage in manufacture.
health practices and determine the applicability of regulatonfther materials may be added during manufacture to improve

requirements prior to use. certain properties.

2. Referenced Documents 4. Classification
2.1 ASTM Standards: 4.1 Insulating board covered by this specification consists of
C 168 Terminology Relating to Thermal Insulatfon SIX types:

C 209 Test Methods for Cellulosic Fiber Insulating Bdard ~ 4-1-1 Type HSound deadening board, for use in wall
C 390 Criteria for Sampling and Acceptance of Preformed®SSemblies to control sound transmissions.

Thermal Insulation Lot 4.1.2 Type II—Roof insulation board, for use in various
C 846 Practice for Application of Cellulosic Fiber Insulat- F00fing systems. o _
ing Board for Wall Sheathirfg 4.1.2.1 Grade I—Primarily for use under built up roof
D 1037 Test Methods for Evaluating Properties of Wood-SyStems. o _ _
Base Fiber and Particle Panel Matertals 4.1.2.2 Grade 2—Primarily for use under single-ply roofing
D 1554 Definitions of Terms Relating to Wood-Base FiberSyStéems. o
and Particle Panel Materidls 4.1.3 Type lll—Ceiling tiles and panels.
D 2164 Methods of Testing Structural Insulating Roof 4-1.3-1 Grade E—Nonacoustical, for use as decorative wall
Declé and ceiling coverings.
E 72 Methods of Conducting Strength Tests of Panels for 4132 Grade 2—Acp_ust|cal, fc_>r use as decorative, sound
Building Constructiof absorbing wall and ceiling coverings.
2.2 Federal Standard: 4.1.4 Type IV—Wall Sheathing.

4900.1 Rev-1 U.S. Dept. of Housing and Urban Develop- 41.4.1 Grade_ 1}—-Regular, for use as wall sheathing in
frame construction.

4.1.4.2 Grade 2—Structural, for use as wall sheathing in
* This specification is under the jurisdiction of ASTM Committee C-16 on frame construction. When |n5ta_‘”ed n ac;cordance with Pract_lce
Thermal Insulation and is the direct responsibility of Subcommittee C16.22 onC 846, structural wall sheathing provides adequate racking

Organic and Nonhomogeneous Inorganic Thermal Insulations. r65|stance for use as exterlor wall brac|ng
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