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Granite Dimension Stone
This standard is issued under the fixed designation C 615; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
This standard has been approved for use by agencies of the Department of Defense.
1. Scope

1.1 This specification covers the material characteristics, physical requirements, and sampling appropriate to the selection of
granite for general building and structural purposes.

1.2 Granite dimension stone shall include stone that is sawed, cut, split, or otherwise finished or shaped, and shall specifically
exclude molded, cast, or otherwise artificially aggregated units composed of fragments, crushed and broken stone.

1 This specification is under the jurisdiction of ASTM Committee C-18 on Dimension Stone and is the direct responsibility of Subcommittee C18.08abn Mate
Specifications.
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