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1. Scope

1.1 This specification covers porous nonreinforced concrete pipe for use in underdrains.
1.2 This specification is the metric counterpart of Specification C 654.

2. Referenced Documents

2.1 ASTM Standards:
C 33 Specification for Concrete Aggregétes

1 This specification is under the jurisdiction of ASTM Committee C-13 on Concrete Pipe and is the direct responsibility of Subcommittee C13.01rcedRedmforete
Sewer, Drain, and Irrigation Pipe.
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