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This standard is issued under the fixed designation C 901; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope

1.1 This specification covers the structural design and quality control of fabrication for load-bearing and non-load-bearing
prefabricated masonry panels. Methods of prefabrication, field erection, and jointing are not covered in this specification.

2. Referenced Documents

2.1 ASTM Standards:
A 82 Specification for Steel Wire, Plain, for Concrete Reinforcement

1 This specification is under the jurisdiction of ASTM Committee C-15 on Manufactured Masonry Units and is the direct responsibility of SubcomB@feerC1
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