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1. Scope

1.1 This test method covers the procedure for determining the water retentivity of freshly mixed hydraulic cement grout
mixtures for preplaced-aggregate (PA) concrete.

1.2 The values stated in Sl units are to be regarded as the standard. The values given in parentheses are for information only.

1.3 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents
2.1 ASTM Standards:

* This test method is under the jurisdiction of ASTM Committee C-9 C09 on Concrete and Concrete Aggregates and is the direct responsibility of t8alcogsiit
on Concrete for Radiation Shielding.
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