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original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This test method covers the determination of the dynamic elastic properties of advanced ceramics. Specimens of these
materials possess specific mechanical resonant frequencies that are determined by the elastic modulus, mass, and geometry of the
test specimen. Therefore, the dynamic elastic properties of a material can be computed if the geometry, mass, and mechanical
resonant frequencies of a suitable test specimen of that material can be measured. Dynamic Young’s modulus is determined using
the resonant frequency in the flexural mode of vibration. The dynamic shear modulus, or modulus of rigidity, is found using
torsional resonant vibrations. Dynamic Young’s modulus and dynamic shear modulus are used to compute Poisson’s ratio.

1 This test method is under the jurisdiction of ASTM Committee C-28 on Advanced Ceramics and is the direct responsibility of Subcommittee C28.01 on Properties and
Performance.
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