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Standard Practice for
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Systems (IRCCS) in Building Construction *
This standard is issued under the fixed designation C 1321; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This practice has been prepared for use by the designer, specifier, and applicator of IRCCS (Interior Radiation Contro
Coating Systems) for use in building construction. The scope is limited to recommendations related to the use and installation @
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