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Architectural Cast Stone
This standard is issued under the fixed designation C 1364; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope

1.1 This specification covers the physical requirements, sampling, testing, and visual inspection of architectural cast stone.

1.2 Units covered by this specification may be made from facing and backup mixtures or from a homogeneous mixture. Either
wet cast or dry cast production methods may be used.

1.3 Surface textures, finish, color, or other special features should be specified separately by the purchaser.

1.4 The values stated in inch-pound units are to be regarded as the standard. The values given in parentheses are for information
only.

1.5 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
A 615/A615M Specification for Deformed and Plain Billet-Steel Bars for Concrete Reinforcément

1 This specification is under the jurisdiction of ASTM Committee C27 on Precast Concrete Products and is the direct responsibility of Subcomritea C27.
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