QH”) Designation: C 1428 — 99

Standard Test Method for

Isotopic Analysis of Uranium Hexafluoride by
Single-Standard Gas Source Multiple Collector Mass
Spectrometer Method

This standard is issued under the fixed designation C 1428; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonejf indicates an editorial change since the last revision or reapproval.

1. Scope 4. Significance and Use

1.1 This test method is applicable to the isotopic analysis of 4.1 Uranium hexafluoride is a basic material used to pro-
uranium hexafluoride (U with 2**U concentrations less than duce nuclear reactor fuel. To be suitable for this purpose, the
or equal to 5% and®U, #*U concentrations of 0.001 to material must meet criteria for isotopic composition. This test
0.1 %. method is designed to determine whether the material meets

1.2 This test method may be applicable to the analysis of théhe requirements described in Specifications C 787 and C 996.
entire range of?**U isotopic compositions providing that
adequate standards are available. S. Apparatus

1.3 This standard does not purport to address all of the 5.1 A gas source multiple collector mass spectrometer with
safety concerns, if any, associated with its use. It is thdhe following attributes:
responsibility of the user of this standard to establish appro- 5.1.1 The resolving power of the mass spectrometer is not
priate safety health practices and determine the applicability ofess than 500. The resolving power (R) is calculated from the
regulatory limitations prior to use. registered mass spectrum of both theUF;* and 238UF.*

isotopes as follows:
2. Referenced Documents

2.1 ASTM Standards: R= ba_ A’\:A @
C 787 Specification for Uranium Hexafluoride for Enrich-
meng where
C 996 Specification for Uranium Hexafluoride Enriched to @ = distance between centers of ffi8UFs" and®*UFs"
Less than 5 9%6°%U2 peaks, .
22 Other Document: b peak width of the”*8UF." isotope (10 % valley),

M 333 - mass(uf*®UF;*, and
AM = 3 = 333 - 330, 330 - mass(Gf°UF."

5.1.2 The abundance sensitivity of the mass spectrometer is
3. Summary of Test Method specified as less thanxll0™® as contribution of mass 333

23 + 3 +
3.1 The unknown sample and a standard whose isotopit “UF5") to mass 331 (*UF,"). , _
composition is close to that of the sample are introduced in 5.1.3 The four collectors have collector slits adjusted for
sequence into the mass spectrometer, Zd, 233U, 238U ions of masses 329, 330, 331, and 333. lon currents are

and®U ions are focused through corresponding collector slit@MPlified by four amplifiers, having noise level less than 0.5

to the four separate collectors. Measurements are made that dre. . - .
proportional to the ratios AU, 233U, or 238U to 23%U. With 5.1.4 The ion beams are kept within the slits by an auto-

the known composition of the standard, these ratios of molaf"alic beam positioner circuit.
ratios permit calculation of th&*4U, 233U, and23®U contents. 5.1.5 The pumping system of the mass spectrometer analy-

- . 8 .
Memory corrections are applied based on the periodic meas€! tUbe shall maintain a pressure less than®™ torr with a
surement of two standards. sample flowing into the ion source.
5.1.6 The memory correction factor of the mass spectrom-

eter as defined in 9.1 shall be consistent with the required
1 This test method is under the jurisdiction of ASTM Committee C—26 on accuracy and preC|S|o_n, and shall not exceed 1'91' .
Nuclear Fuel Cycle and is the direct responsibility of Subcommittee C26.05 on 5-:_L-7 T_he Sa_mple _'nlet system shall be equ_ped W|t_h a
Methods of Test. _ manifold, including adjustable leak, and valves for introducing
Current edition approved Jun. 10, 1999. Published August 1999. the sample and standard in sequence and for evacuating
2 Annual Book of ASTM Standardgol 12.01. . . ) .
3 corresponding lines. The pumping system of the inlet system
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