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Standard Specification for
Performance of Non-Asbestos Fiber-Reinforced Cement
Shake, Shingle, and Slate Roofing Systems1

This standard is issued under the fixed designation C1459; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (´) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 This specification covers the performance of non-
asbestos, fiber-reinforced cement shake, shingle, and slate
roofing systems that are of uniform or nonuniform thickness
and texture.

1.2 This specification does not include details of product
installation and workmanship. The manufacturer’s installation
instructions shall be referred to for details such as slope,
interlayment, underlayment, sheathing requirements, exposure,
fasteners, and repair or replacement instructions.

1.3 This specification does not address requirements for
individual shake, shingle, and slate products, which are cov-
ered in Specification C1225 and C1530.

1.4 The tests contained in this specification are intended as
qualification tests for a roofing system. Changes in product
formulation, design, or manufacturing process beyond the
ranges allowed in the manufacturer’s quality control
specifications, shall require subsequent system retesting or
written concurrence by an independent testing agency that the
changes in formulation, design, or manufacturing process will
not be detrimental to system performance.

1.5 The values stated in inch-pound units are to be regarded
as standard. The values given in parentheses are mathematical
conversions to SI units that are provided for information only
and are not considered standard.

1.6 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety and health practices and determine the applica-
bility of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:2

C1154 Terminology for Non-Asbestos Fiber-Reinforced Ce-
ment Products

C1185 Test Methods for Sampling and Testing Non-
Asbestos Fiber-Cement Flat Sheet, Roofing and Siding
Shingles, and Clapboards

C1225 Specification for Fiber-Cement Roofing Shingles,
Shakes, and Slates

C1530 Specification for Non-Asbestos Fiber-Cement Roof-
ing Shakes, Shingles, and Slates with Designed Varying
Profiles and Thicknesses

E108 Test Methods for Fire Tests of Roof Coverings

3. Terminology

3.1 Definitions—Refer to Terminology C1154.

4. Significance and Use

4.1 This specification addresses key performance aspects of
fiber-reinforced cement roofing systems. Aspects of perfor-
mance such as aesthetics, hail resistance, wind resistance,
wind-driven rain resistance, and items referenced in 1.2 are not
addressed in this specification. Additional properties, which
may influence system performance, are addressed in Specifi-
cations C1225 and C1530.

5. Performance Requirements

5.1 Installed Strength Test—The failure loads for the equi-
librium and wet specimens shall be as required in Table 1 when
tested in accordance with Section 6.

5.2 Installed Weight Test—Determine the weight in accor-
dance with Section 7.

1 This specification is under the jurisdiction of ASTM Committee C17 on
Fiber-Reinforced Cement Productsand is the direct responsibility of Subcommittee
C17.02 on Non-Asbestos Fiber Cement Products.
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