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Standard Test Methods of
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Chemical Analysis of Red Lead
This standard is issued under the fixed designation D 49; the number immediately following the designation indicates the year of original
adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A superscript
epsilon €) indicates an editorial change since the last revision or reapproval.
1. Scope 4. Purity of Reagents

1.1 These test methods cover procedures for the chemical 4.1 Reagent grade chemicals shall be used in all tests.
analysis of red lead having the approximate formulg@b Unless otherwise indicated, it is intended that all reagents shall
(probably PbQ-2Pb0O). conform to the specifications of the Committee on Analytical

1.2 This standard does not purport to address all of theReagents of the American Chemical Society where such
safety concerns, if any, associated with its use. It is thespecifications are availabteOther grades may be used pro-
responsibility of the user of this standard to establish appro-vided it is first ascertained that the reagent is of sufficiently
priate safety and health practices and determine the applicahigh purity to permit its use without lessening the accuracy of

bility of regulatory limitations prior to use. the determination.
4.2 Unless otherwise indicated, references to water shall be
2. Referenced Documents understood to mean reagent water conforming to Type Il of
2.1 ASTM Standards: Specification D 1193.

D 50 Test Methods for Chemical Analysis of Yellow, Or- .
ange, Red, and Brown Pigments Containing Iron andP: Moisture

Manganesg 5.1 Determine moisture content with a 2-g specimen in
D 215 Practice for the Chemical Analysis of White Linseedaccordance with Method A of Test Methods D 280. The
Oil Paint$ specimen is dried 02 h at 105°C. The loss in weight is

D 280 Test Methods for Hygroscopic Moisture (and Otherconsidered as moisture.
Matter Volatile Under the Test Conditions) in Pigmeénts

D 1193 Specification for Reagent Weter 6. Organic Color
D 1208 Test Methods for Common Properties of Certain 6.1 Boil 2 g of thesample with 25 mL of 95 % ethyl alcohol,
Pigment$ let settle, decant the supernatant liquid; boil the residue with 25
D 1301 Test Methods for Chemical Analysis of White Lead mL of distilled water and decant as before; boil the residue
Pigment$ with 25 mL of diluted NHOH (1 + 4) and again decant. Boil
D 1959 Test Method for lodine Value of Drying Oils and another 2-g portion of the sample with 25 mL of chloroform,
Fatty Acid€ let settle, and decant the supernatant liquid. If any one of the
above solutions is colored, organic coloring matter is indicated.
3. Treatment of Sample If the solutions remain colorless, organic colors are probably

3.1 If the pigment is lumpy or not finely ground, grind it to absent.

‘1fme F;]?Wde.r agd m(;x thoroughly. '-f"“ge samples kmay be Note 1—If it is desired to test for organic colors resistant to the above
thoroughly mixed and a representative portion taken an(;jeagents, the test procedures described in the following books may be

powdered if lumpy or not fin_ely ground. The_ Samp|? in all ysed, taking into account the nature of the pigment invoked,3)®
cases shall be thoroughly mixed before taking portions for

analysis. All samples shall be preserved in stoppered bottles dr Total Lead and Insoluble Matter
containers. 7.1 Treat 1 g of thsample with 15 mL of HNQ1 + 1) and
sufficient H,O, to dissolve all Pb® on warming. If any

1 These test methods are under the jurisdiction of ASTM Committee DO1 on ®Reagent Chemicals, American Chemical Society Specificatidmerican
Paint and Related Coatings, Materials, and Applications and are the dired€hemical Society, Washington, DC. For suggestions on the testing of reagents not

responsibility of Subcommittee D01.31 on Pigment Specifications. listed by the American Chemical Society, s@ealar Standards for Laboratory
Current edition approved Dec. 20, 1983. Published January 1984. OriginalfChemicals BDH Ltd., Poole, Dorset, U.K., and thénited States Pharmacopeia
published as D 49 — 17 T. Last previous edition D 49 — 82. and National FormularyU.S. Pharmacopeial Convention, Inc. (USPC), Rockville,
2 Annual Book of ASTM Standardéol 06.03. MD.
2 Annual Book of ASTM Standardgol 06.01. ® The boldface numbers in parentheses refer to a list of references at the end of
4 Annual Book of ASTM Standardgol 11.01. these test methods.
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