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Standard Specification for
Asphalt Used in Roofing
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This standard is issued under the fixed designation D 312; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope 4.2 Asphalts of each type shall conform to the physical

1.1 This specification covers four types of asphalt intendedroperties prescribed in Table 1.
for use in built-up roof construction, construction of someg
modified bitumen systems, construction of bituminous vapor ) ) ]
retarder systems, and for adhering insulation boards used inS-1 Sample the material and determine the properties enu-
various types of roof systems. The specification is intended foperated in this specification in accordance with the following
general classification purposes only, and does not implynethods:

restrictions on the slope at which an asphalt must be used. ~ 9-1.1 Sampling—Practice D 140.
1.2 This standard does not purport to address all of the 9-1.2 Softening Poirt- See Test Methods D 36 or D 3461.

safety concerns, if any, associated with its use. It is thdn cases where a disagreement exists between the purchaser
responsibility of the user of this standard to establish appro-2nd the seller, Test Method D 36 shall be used as the referee

priate safety and health practices and determine the applicaméthod.

bility of regulatory limitations prior to use. 5.1.3 Flash Point— Test Method D 92.
5.1.4 Penetratior— Test Method D 5.

2. Referenced Documents 5.1.5 Ductility—Test Method D 113.

D 5 Test Method for Penetration of Bituminous Materfals
D 36 Test Method for Softening Point of Bitumen (Ring-

Sampling and Test Methods

6. Inspection

and-Ball Apparatu$) 6.1 Inspection of the material shall be agreed upon between
D 92 Test Method for Flash and Fire Points by Clevelandthe purchaser and the seller as part of the purchase contract.
Open Cup

7. Rejection and Resubmittal
7.1 Failure to conform to any of the requirements prescribed

D 1079 Terminology Relating to Roofing, Waterproofing in this specification shall constitute grounds for rejection. In
and Bituminous Materiafs ' " case of rejection, the seller shall have the right to reinspect the

D 2042 Test Method for Solubility of Asphalt Materials in rejected material and resubmit the lot after removal of those
Trichloroethylend packages not conforming to the requirements.

D 3461 Test Method for Softening Point of Asphalt and
Pitch (Mettler Cup-and-Ball Metho#)

D 113 Test Method for Ductility of Bituminous Materigls
D 140 Practice for Sampling Bituminous Materfals

8. Packaging and Marking

8.1 Asphalt shall be suitably packaged (if not shipped in
3. Materials and Manufacture bulk) to permit acceptance by the carrier and to afford adequate
3.1 The asphalts shall be prepared from crude petroleum.prOteCtion from the normal hazards of handling and shipment.
8.2 Each container or bill of lading on bulk shipments shall
4. Physical Requirements be plainly marked with the name of the manufacturer or seller
4.1 Asphalts shall be homogeneous and free of water. and the ASTM designation and type of product, flash point and
the equiviscous temperature (EVT) for mop and for mechanical
spreader application.

1 This specification is under the jurisdiction of ASTM Committee D08 on
Roofing, Waterproofing, and Bituminous Materials and is the direct responsibility of9. Keywords
Subcommittee D08.03 on Surfacing and Bituminous Materials for Membrane . s . iy ; ;
Waterproofing and Built-Up Roofing. 9.1 asphalt; built-up roof; roofing; softening point
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