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This standard is issued under the fixed designation D 922; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope

1.1 This specification covers nonrigid tubing of vinyl chloride polymer or its copolymers with other materials for use in
electrical insulation in three grades, as follows:

1.1.1 Grade A—General-purpose.

1.1.2 Grade B—Low-temperature.

1.1.3 Grade G—High-temperature.

Note 1—This standard is similar but not identical to IEC 60684-3-100 to -105.

2. Referenced Documents
2.1 ASTM Standards:

! This specification is under the jurisdiction of ASTM Committee D09 on Electrical and Electronic Insulating Materials and is the direct regpohShiitommittee
D 09.07 on Flexible and Rigid Insulating Materials.
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