LﬂHIP) O603HauveHue: D955 - 08 (MoBTOpHO yTBEpXAeH B 2014 r.)
ul

INTERNATIONAL

CtaHOapTHbIN MeToA MUCNbITaHUMW ANA U3MEepPeHUs ycagku TepMonsacTtoB
OTHOCUTESNIbHO pa3MmepoB (hopMblI

Standard Test Method of Measuring Shrinkage from Mold Dimensions of
Thermoplastics

IlepeBon 3aperucTpupoBaH

00O "Hopmaokce"

no nopy4enuro ASTM International

Homep perucrpauuu: D955-08(2014)/191711
Jara perucrpanuu: 17.07.2019

CaHkTt-lNeTepbypr
2019r.



