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Standard Practice for
Conducting Exterior Exposure Tests of Paints on Wood 1

This standard is issued under the fixed designation D 1006; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope

1.1 This practice deals only with the testing covers procedures to be followed for direct exposure of house paints and trim paints
on new, previously unpainted wood.

1.2 This practice describes wood materials to the environment. When originators of a weathering test procedure that embodies
have the principles considered necessary for reliable results. Variations necessitated actual exposure conducted by circumstances
may be introduced by agreement provided they do not violate these principles. One procedure embodying a separate agency, the
sprecinfic conditions for the explosure of test and control specimens should bes clearly defined and mutually agreed upon between
all parties.

1.2 The values stated in SI units are to be regarded as the Annex for use by those who find it convenient. standard.
1.3 This standard does not purport to address all of the safety problems, concerns, if any, associated with its use. It is the

responsibility of the user of this standard to establish appropriate safety and health practices and determine the applicability of
regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:
D 358 Specification for Wood to Be Used As as Panels in Weathering Tests of Coatings2

1 This practice is under the jurisdiction of ASTM Committee D-1 D01 on Paints and Related Coatings, Materials, and Applications and is the direct responsibility of
Subcommittee D01.27 on Accelerated Tests for Paingts.
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