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CTAHJAPTHASI METOJIMKA OTBOPA TIIPOB WM
MPUTOTOBJIEHUSI BOJAHBIX PACTBOPOB OXJIAKIAIOLIUX
"KUAKOCTE M AHTHKOPPO3MOHHBLIX COCTABOB IS
JBUTATEJEM 1151 UCIIBITATEJIbHBIX LEJIEN

STANDARD PRACTICE FOR SAMPLING AND PREPARING
AQUEOUS SOLUTIONS OF ENGINE COOLANTS OR
ANTIRUSTS FOR TESTING PURPOSES
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