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This standard has been approved for use by agencies of the U.S. Department of Defense.

1. Scope*

1.1 This specification covers flexible closed-cell or non-
interconnecting cellular products, the elastomer content of
which is predominantly poly(vinyl chloride) or copolymers
thereof.

1.2 In the case of conflict between the provisions of this
specification and those of detailed specifications or methods of
test for a particular product, the latter shall take precedence.

1.3 Reference to the methods for testing closed-cell poly-
(vinyl chloride) contained herein shall specifically state the
particular test or tests desired and not refer to these methods of
test as a whole.

1.4 The values stated in SI units are to be regarded as the
standard. The inch-pound units given in parentheses are for
information only.

1.5 The following precautionary statement pertains to the
test method portions only of this specification: This standard
does not purport to address all of the safety concerns, if any,
associated with its use. It is the responsibility of the user of this
standard to establish appropriate safety, health, and environ-
mental practices and determine the applicability of regulatory
limitations prior to use.

NOTE 1—There is no known ISO equivalent to this standard.

1.6 This international standard was developed in accor-
dance with internationally recognized principles on standard-
ization established in the Decision on Principles for the
Development of International Standards, Guides and Recom-
mendations issued by the World Trade Organization Technical
Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:2

D883 Terminology Relating to Plastics
D1056 Specification for Flexible Cellular Materials—

Sponge or Expanded Rubber
E456 Terminology Relating to Quality and Statistics
E691 Practice for Conducting an Interlaboratory Study to

Determine the Precision of a Test Method

3. Terminology

3.1 Terms used in this standard are defined in accordance
with Terminology D883, unless otherwise specified. For terms
relating to precision and bias and associated issues, the terms
used in this standard are defined in accordance with Terminol-
ogy E456.

3.2 Definitions of Terms Specific to This Standard:
3.2.1 flexible cellular material, n—a cellular polymer that

will not visibly rupture within a specified time when a
specimen is bent around a 25.4-mm (1.0-in.) mandrel 180
degrees within an agreed upon period of time and at a
predetermined temperature.

3.2.2 surface skin, n—the smooth surface on the material
formed during manufacture by contact with the molds, cover
plate, or air.

3.2.3 V, n—the ASTM symbol designating nonrigid vinyl
cellular plastics.

3.2.4 vinyl or PVC, n—these terms refer to poly(vinyl
chloride) or copolymers thereof.

4. Materials and Manufacture

4.1 Closed-cell vinyl is produced in sheet, strip, molded, or
simple specific shapes.

1 This specification is under the jurisdiction of ASTM Committee D20 on
Plastics and is the direct responsibility of Subcommittee D20.22 on Cellular
Materials - Plastics and Elastomers.
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2 For referenced ASTM standards, visit the ASTM website, www.astm.org, or
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the ASTM website.

*A Summary of Changes section appears at the end of this standard
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