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1 NOTE—Figure 4 was corrected editorially in May 1996.

1. Scope

1.1 This test method covers the determination of the corrosion preventive properties of greases using grease-lubricated tapered

1 This test method is under the jurisdiction of ASTM Committee D-2 D02 on Petroleum Products and Lubricants and is the direct responsibility of Subcommittee D02.G
on Lubricating Grease.

Current edition approved Jan. 15, 1994. 10, 2001. Published March 1994. 2001. Originally published as D 1743 – 60 T. Last previous edition D 1743 – 934e1.

1

This document is not an ASTM standard and is intended only to provide the user of an ASTM standard an indication of what changes have been made to the previous version. Because
it may not be technically possible to adequately depict all changes accurately, ASTM recommends that users consult prior editions as appropriate. Inall cases only the current version
of the standard as published by ASTM is to be considered the official document.

Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959, United States.


