Lﬁ% Oo6o3nauenue D1765-18
mr;;!.nlutl!ﬁ
CTAHJIAPTHASI CUCTEMA KIACCUOPUKAIINN

TEXHUYECKOI'O YIVIEPO/A, UCHOJIB3YEMOI'O B
PE3UHOBBIX TEXHUYECKHUX U3JTEJIUAX

STANDARD CLASSIFICATION SYSTEM FOR CARBON
BLACKS USED IN RUBBER PRODUCTS
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