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Standard Test Method for
Apparent Viscosity of Plastisols and Organosols at High
Shear Rates by Extrusion Viscometer *
This standard is issued under the fixed designation D 1823; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope ISO 4575-1985: Poly Vinyl Chloride Pastes—

1.1 This test method covers the measurement of plastisol ~Determination of Apparent Viscosity Using the Severs
and organosol viscosity at high shear rates by means of an Rheometet
extrusion viscometer.

i . . . % Summary of Test Method
1.2 Apparent viscosity at low shear rates is covered in Tes , .
Method D 1824. 3.1 The sample is conditioned to the proper temperature,

1.3 The values stated in SI units are to be regarded as tﬁgaced into an extrusion chamber, and extruded under standard

standard. The values in parentheses are given for informatiofPnditions. The viscosity is calculated from the extrusion
only. pressure and the rate of flow through the orifice.

1.4 This standard does not purport to address the san‘et;g1 Significance and Use
concerns associated with its use. It is the responsibility of the o . . . .
user of this standard to establish appropriate safety and health 4-1 The suitability of a dispersion resin for any given

practices and determine the applicability of regulatory limita- 2PPlication is dependent upon its viscosity characteristics.
tions prior to use. 4.2 The extrusion viscosity defines the flow behavior of a

_ o plastisol or organosol under high shear. This viscosity relates to
Note 1—This standard resembles ISO 4575-1985 in title only. Thethe conditions encountered in mixing, pumping, knife coating,
content is significantly different. roller coating, and spraying processes.

2. Referenced Documents 5. Apparatus

2.1 ASTM Standards: .
. I . 5.1 Extrusion Rheometér.
D 1475 Test Method for Density of Liquid Coatings, Inks, g 5 yifice 3.17 = 0.13 mm (0.125+ 0.005 in.) inside

and Related Produéts : -
e ) . diameter and 5@ 1.0 mm (1.97= 0.04 in.) long.
D 1755 Specification for Poly(Vinyl Chloride) Resths 5.3 Sample Containers, Tin Cans, or Glass Jafspt
D 1824 Test Method for Apparent Viscosity of Plastisols (500-mL) capacity

and Organosols at Low Shear Rate by Brookfield Viscom- 5.4 Paper Cups8-0z (250-mL) capacity.

eteP . . : .
5N I h I
E 1 Specification for ASTM Thermometérs gaZES itrogen Cylinder equipped with pressure regulator and

E 691 Practice for Conducting an Interlaboratory Study to 5.6 Thermometer-ASTM Solvents Distillation Thermom-
zgetgglge thde Zr.emsmn of a Test Metfiod eter having a range from -2 to +52°C (28 to 126°F) and
: tandard: conforming to the requirements for Thermometer 37C as
prescribed in Specification E 1.
5.7 Timer.

1 This test method is under the jurisdiction of ASTM Committee D20 on Plastics
and is the direct responsibility of Subcommittee D20.15 on Thermoplastic Materials
(Section D20.15.08).
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published as D 1823 — 61 T. Last previous edition D 1823 — 90.

This edition contains changes in Sections 1, 2, and 11 to include an ISO
equivalency statement, to reference a low shear rate test method, and to include———————
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