W’ O6o3nauenne D1857/D1857M-17a

INTERNATIONAL

CTAHJIAPTHBIMI METOJ OINPEJIEJEHUS IIJIABKOCTH
YI'OJbHOU 1 KOKCOBOMU 30.1bI

STANDARD TEST METHOD FOR FUSIBILITY OF COAL AND
COKE ASH

dPepnepanbHOe areHTCTBO
NO TEXHUYECKOMY peryrimpoBaHuio u
meTponoruu (PocctaHpapr)

dBY «KB® «<MHTEPCTAHOAPT»

[MepeBop BbinonHeH: 07.06.2018
Ne: 3460-18/ASTM

MockBa

2018 rox



