
Designation: D 1926 – 9500

Standard Test Methods for
Carboxyl Content of Cellulose 1

This standard is issued under the fixed designation D 1926; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

1. Scope

1.1 These test methods cover the determination of the carboxyl content, or ion-exchange capacity, of cellulose from any source.

1 These test methods are under the jurisdiction of ASTM Committee D-1 D01 on Paint and Related Coatings, Materials, and Applications and are the direct responsibility
of Subcommittee D01.36 on Cellulose and Cellulose Derivatives.
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