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Standard test method for rubber property —
Vulcanization using oscillating disk cure meter

ANNUAL BOOK of ASTM Standards, 2017, v. 09.01

A3blK opurmHana: aHIMUNCKUI
KonuyecTBO cTpaHuL: 19
MNepeBoguumk: 0.0. CmupHoBa

Oara: 23.10.2017



