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Standard Test Method for Apparent Hoop Tensile Strength of Plastic or
Reinforced Plastic Pipe

IlepeBoa 3aperucTpupoBan

00O "Hopmaokc"

no nopy4yeHuro ASTM International
Homep perucrpanmnu: D2290-12/16894
Mara perucrpanun: 04.05.2016

CaHkTt-lNeTepbypr
2016 .



