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This standard is issued under the fixed designation D 2397; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope

1.1 This specification covers seven grades of cationic emulsified asphalt for use in pavement construction in the manner
designated.

2. Referenced Documents

2.1 ASTM Standards:

1 This specification is under the jurisdiction of ASTM Committee D-4 D04 on Road and Paving Materials and is the direct responsibility of Subcommittee D04.41 on
Emulsified Asphalt Specifications.

Current edition approved Dec. 10, 1998. 2002. Published March 1999. January 2003. Originally published as D 2397 – 65 T. approved in 1965. Last previous edition
approved in 1998 as D 2397 – 978.
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