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Rheological Properties of Gelled Rocket Propellants 1
This standard is issued under the fixed designation D 2507; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.
1. Scope Discussior—The ratio decreases asymptotically with dura-
1.1 These definitiofscover the flow properties of gelled tion of shear. _ _ _ _
propellants of interest to the aerospace industry. Class Ill—Non-Newtonian Shear-Thickening Fluid—a
fluid in which the shear stress is not directly proportional to
2. Terminology the shear rates, and in which the shear stress-shear rate ratio
2.1 Definitions: increases as the shear stress increases.

(a) Type A—Dilatant Fluie—a Class IlI fluid that exhibits

apparent viscosity (of a non-Newtonian fluid)—the vis- g shear stress-shear rate ratio that is independent of the duration
cosity of a Newtonian fluid that produces the same readingf application of shear stress.

in.the same apparatus underi ident.i(_:a_l conditions. (b) Type B—Rheopectic FluidA Class Il fluid that
Discussior—Avoidance of this artificial term is recom- expibits time-dependent, reversible changes of the shear stress-
mend_e_d. _ _ shear rate ratio.
Classification of Fluids: Discussior—The ratio increases asymptotically with dura-

Class |—Newtonian Fluid—a fluid that exhibits a direct tjgn of shear.
proportionality between shear stress and shear rate in thgyyision—a two-phase liquid system in which small droplets

region of laminar flow. o _ of one liquid (the internal phase) are immiscible in, and are
Discussior-The shear rate is independent of the time of gispersed uniformly throughout, a second, continuous liquid
application of shear stress. phase (the external phase).

Class ll—Non-Newtonian Shear-Thinning Fluid—a fluid in  gel 3 liquid containing a colloidal structural network that
rate and in which the shear stress-shear rate ratio decreasegiquid phase.

as the shear stress increases. _ . Discussior—A gel deforms elastically upon application of
(a) Type A—Plastic Fluid-a Class Il fluid that exhibits @ shear forces less than the yield stress. At shear forces above the
change in shear rate directly proportional to the change in shegfeld stress, the flow properties are principally determined by
stress above the yield stress. the gel matrix.
(b) Type B—Pseudoplastic Fluida Class Il fluid that yiscosity—the ratio of shear stress to shear rate. For non-
exhibits a shear stress-shear rate ratio that is independent of theyewtonian fluids, it is preferable to report shear stress and
duration of application of shear stress. shear rate.

(¢) Type C—Thixotropic Fluig-a Class Il fluid that  pjscussion—If the viscosity of such a fluid is reported, the
exhibits time-dependent, reversible changes of the shear stresgrear rate must be specified.

shear rate ratio. yield stress—the maximum shear stress that can be applied
without causing permanent deformation.
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