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1. Scope accurately. The weight loss is expressed as a percentage of the

1.1 These test methods provide two procedures for thaeight of the original sample.
determination of the moisture content of activated carbon. The 3-2 Xylene-Extraction Test Methed A known, accurate
procedures may also be used to dry samples required for oth@eight Qf carbon is put into a boiling flask. A known volume of
tests. The oven-drying method is used when water is the onffylene is added to the flask and the flask then connected to a
volatile material present and is in significant quantities, and th&vater trap. A hot plate is used to heat the xylene until boiling.
activated carbon is not heat-sensitive (some activated carbor$1€ temperature is controlled to allow steady reflux. Reflux
can ignite spontaneously at temperatures as low as 150°C). Ti@ntinues until no further water can be collected in the trap.
xylene-extraction method is used when a carbon is known of "€ weight of water collected is expressed as a percentage of
suspected to be heat sensitive or to contain nonwater-miscibi@e weight of the original sample.
organic compounds instead of or in addition to water. The4
oven-drying method described in these test methods may be i , )
used as the reference for development of instrumental tech- 4-1 The moisture content of activated carbon is often
niques for moisture determination in activated carbon. requwe_d to define and express its properties in relation to the

1.2 This standard does not purport to address all of thenet weight of the carbon. _ _
safety concerns, if any, associated with its use. It is the 4.2 The moisture content of activated carbon packed in
responsibility of the user of this standard to establish appro-yPical shipping containers will usually increase during trans-

priate safety and health practices and determine the appncaportation and storage. Users Qf qctivated carbon in applications
bility of regulatory limitations prior to use. where low moisture content is important should be aware of

this effect.

Significance and Use

2. Referenced Documents

2.1 ASTM Standards?
E 177 Practice for Use of the Terms Precision and Bias irs. Apparatus

ASTM Test Methods 5.1 Moisture Oven—Most commercial, electrically heated,
%orced-circulation drying ovens capable of temperature regu-
lation between 145 and 155°C may be used.

5.2 Capsules with CoversLow-form glass weighing

3. Summary of Test Methods boti ” doal . I wal b

. . ottles with ground-glass stoppers or seamless metal boxes
. 3.1 Oven-Drying Test MethedA sample .Of carbon is PUt with covers may be used. They should be as shallow as
into a dry, closed capsule (of known weight) and we|ghedg

accurately. The capsule is opened and placed with the lid in OSSsgbé)eésci:ggastl;Eent with convenient handling.

preheated oven. The sample is dried to constant weight then

removed from the oven and with the capsule closed, cooled tg. Materials

ambient temperature. The closed capsule is weighed againg ; Desiccant—Anhydrous calcium chloride or other suit-

able desiccant.

OVEN-DRYING METHOD

Determine the Precision of a Test Method

1 These test methods are under the jurisdiction of ASTM Committee D28 on
Activated Carbon and are the direct responsibility of Subcommittee D28.04 on Gas
Phase Evaluation Tests.
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