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This standard is issued under the fixed designation D 3145; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (e) indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope

1.1 This test method covers the determination of the thermal endurance of electrical insulating varnishes alone or in
combinations with magnet wire insulation. Changes in the helical coil bond strength are used as the test criteria. The coils can be
made from bare aluminum or copper wire, or from film- or fiber-insulated magnet wire.

1.2 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.For a specific precautionary statement, see Section 7.

1.3 The values stated in SI units are the standard. The values given in parentheses are for information only.

NOTE 1—There is no similar or equivalent IEC standard.

1 This test method is under the jurisdiction of ASTM Committee D09 on Electrical and Electronic Insulating Materials and is the direct responsibility of Subcommittee
D09.01 on Electrical Insulating Varnishes, Powders, and Encapsulating Compounds.
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