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Standard Specification for
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Insulation
This standard is issued under the fixed designation D 3149; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope

1.1 This specification covers flexible and semirigid crosslinked polyolefin heat-shrinkable tubing used for electrical insulating
purposes. It is supplied in an expanded form and will shrink to its extruded diameter when heated.

Note 1—This standard is similar to but not identical to IEC 60684—3—-209, —211 and -212.

1.2 The values stated in inch-pound units are to be regarded as the standard except temperature, which shall be stated in degr
Celsius. Values in parentheses are for information only.

2. Referenced Documents

2.1 ASTM Standards:
D 910 Specification for Aviation Gasolinés

1 This specification is under the jurisdiction of ASTM Committee" D-9 D09 on Electrical and Electronic Insulating Materials and is the direct rigpafiSiticommittee
D09.07 on Flexible and Rigid Insulating Materials.
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