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1. Scope

1.1 This test method is intended to complement Test Method D 1002 and extend its application to single-lap shear adhesiv
joints of rigid plastic adherends. The test method is useful for generating comparative shear strength data for joints made from
number of plastics. It can also provide a means by which several plastic surface treatments can be compared.

1.2 The values stated in Sl units are to be regarded as the standard. The values in parentheses are for information only.

1.3 This standard does not purport to address all of the safety concerns, if any, associated with its use. It is the responsibility
of the user of this standard to establish appropriate safety and health practices and determine the applicability of regulatory
limitations prior to use.

2. Referenced Documents
2.1 ASTM Standards:

1 This test method is under the jurisdiction of ASTM Committee D-14 on Adhesives and is the direct responsibility of Subcommittee D14.40 on Adhekistssfo
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